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INFLUENCE OF POST TYPES AND SIZES ON FRACTURE RESISTANCE 
IN THE IMMATURE TOOTH MODEL

Jong-Hyun Kim, Sung-Ho Park, Jeong-Won Park, Il-Young Jung*

Department of Conservative Dentistry, Yonsei University School of Dentistry, Seoul, Korea

The purpose of this study was to determine the effect of post types and sizes on fracture resistance in

immature tooth model with various restorative techniques. Bovine incisors were sectioned 8 mm above and

12 mm below the cementoenamel junction to simulate immature tooth model. To compare various post-

and-core restorations, canals were restored with gutta-percha and resin core, or reinforced dentin wall

with dual-cured resin composite, followed by placement of D.T. LIGHT-POST, ParaPost XT, and various

sizes of EverStick Post individually. All of specimens were stored in the distilled water for 72 hours and

underwent 6,000 thermal cycles. After simulation of periodontal ligament structure with polyether impres-

sion material, compressive load was applied at 45 degrees to the long axis of the specimen until fracture

was occurred.

Experimental groups reinforced with post and composite resin were shown significantly higher fracture

strength than gutta-percha group without post placement (p < 0.05). Most specimens fractured limited to

cervical third of roots. Post types did not influence on fracture resistance and fracture level significantly

when cement space was filled with dual-cured resin composite. In addition, no statistically significant dif-

ferences were seen between customized and standardized glass fiber posts, which cement spaces were filled

with resin cement or composite resin individually. Therefore, root reinforcement procedures as above in

immature teeth improved fracture resistance regardless of post types and sizes. [J Kor Acad Cons Dent

35(4):257-266, 2010]
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Ⅰ. Introduction

When pulp necrosis of immature tooth is developed,

tooth development would not continue any longer,

and thickness of root dentin wall remains thin for the

discontinuation of tooth development. Peritubular

dentin appears higher mineral deposition in mature

dentin than developing dentin.1) In addition, it is

reported that 180-day of calcium hydroxide dressing

decrease 10 to 20% reduction of fracture strength

and increase the likelihood fracture of teeth.2) A

study by Cvek3) pointed out that endodontically

treated immature tooth is prone to fracture, especial-

ly at the cervical third. Therefore, there is a need to

reinforce root structures after apexification procedure

of immature tooth. 

To date, various techniques for root strengthening

of immature tooth have been introduced, for exam-

ple, the reinforcement of wall thickness with compos-

ite resin or mineral trioxide aggregates (MTA) and

post placement. It has been demonstrated that the

increase in wall thickness of weakened tooth model
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using composite resins increased resistance to frac-

ture.4) Also, it is documented that zirconium fiber

post or composite resin can increase significantly the

structural resistance in weakened teeth.5) In addi-

tion, twice fracture resistance was obtained compared

with that of an apical MTA and filling with gutta-

percha and sealer.6) Recently, a clinical approach has

been introduced to use titanium post and MTA for

root reinforcement.7)

Ideal materials for root reinforcement should bond

to root dentin and have a similar elastic modulus

with root dentin.8) MTA lacks of bonding to dentin

and has low strength in tension. Also, MTA is not

clinically appropriate for root reinforcement because

of difficulty in manipulation, longer setting time, and

possibility of tooth discoloration. In comparison,

dual-cured resin composite can bond to dentin with

adhesive systems, polymerize chemically without a

light source, and has a superior strength and elasti-

cally compatible with dentin. Therefore, Dual-cured

resin composite can reinforce weakened root struc-

ture in immature teeth. Dual-cured resin composite,

however, undergoes polymerization shrinkage more

at the site of high C-factor like root canal. Also,

although dual-cured composite can be polymerized

chemically, its degree of conversion is mostly depen-

dent on light curing.

Metal posts have higher elastic modulus than

dentin by five times or more, and its stiffness can

prevent post-and-core structures from deformation.

However, the appreciable difference in elastic modu-

lus with surrounding structure can lead to root frac-

ture. Among them, as titanium posts have elastic

modulus closer to dentin, its application is promising.

A few cases were reported to use titanium posts clin-

ically in immature teeth.7)

Fiber posts have similar elastic modulus with

dentin and can bond with resin cement through sur-

face treatment and bonding procedure. In addition,

fiber posts can transmit light to deeper part of the

canal so they can improve degree of polymerization of

resin cements.9) Previous studies of fiber posts

reported that fiber posts tend to result favorable frac-

ture pattern compared with metal posts, because

metal posts concentrate stress on surrounding dentin

at the level of apical end of metal posts, rather than

redistributed along the post surface as in fiber posts.

It can be said that fiber posts with resin cement,

therefore, are the most appropriate for root strength-

ening procedure clinically. 

It is difficult to place post closely fitted in the flared

canal of immature tooth because most post systems

are standardized in size, so an increase in cement

thickness is inevitable. Generally, mechanical and

bonding properties are compromised when the film

thickness is too great.10) To attain uniform cement

thickness, two types of post can be considered as a

candidate; cast post and recently released EverStick�

Post. Experimental studies of cast post revealed that

cast post demonstrated high incidence of catastrophic

root fracture on fracture strength testing. Because of

a marked difference in modulus of elasticity between

cast post and dentin, however, it cannot reinforce

root structure particularly in the case of thin-walled

immature tooth11). EverStick� Post has comparable

elastic modulus with dentin and can be customized in

size by bonding to each other to adapt a large flared

canal. Accordingly, EverStick� Post can be used to

reinforce immature root with resin cements.

Previous studies demonstrated that root reinforce-

ment with composite resin in immature tooth

improves fracture resistance5,11). Nevertheless, com-

parative studies of fiber post and titanium post in

flared large canal reinforced with composite resin has

not been published. Furthermore, the use of resin

composite for root strengthening has not been proved

to be effective over post in customized size.

Therefore, the purpose of this study was to deter-

mine the effect of post types and sizes on fracture

resistance with or without resin reinforcement.

Fracture strength of immature bovine incisors were

compared between various restorative techniques-

gutta percha, fiber post, titanium post and cus-

tomized fiber post (EverStick� Post), also with dual-

cured composite resin and resin cement after in vitro

aging procedure.

Ⅱ. Materials & Methods

1. Specimen Preparation

One hundred forty-three bovine incisors were
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extracted and sectioned 8 mm above and 12 mm

below the cementoenamel junction, total length of 20

mm using the water-cooled diamond points6) (Figure

1). Tooth specimens were excluded which had cracks

or defects on surfaces. Apical root shape, buccolin-

gual or mesiodistal diameter, and remaining dentin

thickness were measured using a digital caliper

(Figure 2). Specimens of the size confined to limited

range were selected, total 57 specimens were used in

this experiment. 

Access cavities were prepared and pulps were extir-

pated, any debris in the canals were removed with

minimal instrumentation. Canals were irrigated copi-

ously with 5.25% sodium hypochlorite and 18%

EDTA and finally dried.12) Portland cements were

filled 4-mm-thick in apical area using sterile paper-

points and endodontic condensors. Filling qualities

were evaluated with pariapical radiographs and any

specimens which were recognized gaps or voids were

corrected with ultrasonic filling technique. Portland

cements were mixed with a ratio of 3 to 1, powder to

liquid, allowed to set and stored more than four

hours in 100% humidity.

Control group: After drying root canals with paper-

points, canals were filled with gutta percha and AH

26� (Dentsply DeTrey�) sealer using thermoplastic

injection technique (Duo-beta, B&L Biotech.) 2 mm

below the buccal cementoenamel junction. Access

cavities were filled with CavitTM G (3M ESPE) for

temporary sealing, and specimens were stored in dis-

tilled water for 24 hours. After temporary sealing

material was removed, semi-gel type of 37% phos-

phoric acid was used to etch endodontic cavity for 15

seconds. The canal was washed and left in slightly

moistened state, two coats of ONE-STEP� (Bisco

Inc.) were applied with microbrushes and gently

dried. The adhesive was polymerized with light cur-

ing for 20 seconds, and dual-cured resin core materi-

al, LuxaCore� Smartmix Dual (DMG) was injected,

light-cured for 40 seconds.

Group 1: D.T. LIGHT-POST� (Bisco Inc.) #3 was

cut with a diamond bur to 14 mm in length, ONE-

STEP� was applied on the post surface, gently dried

and light cured for 10 seconds as manufacturer’s

instruction. The canal was rinsed, coated with ONE-

STEP� as control group and the space between the

post and the canal was filled with LuxaCore�

Smartmix Dual. LuxaCore� Smartmix Dual was

injected through two times, the first layer was light-

cured for 10 seconds, and finally for 40 seconds.

Group 2: A serrated paralled titanium post,

ParaPost� XTTM (Colete`ne/Whaledent Inc.) #6 was

prepared for 14 mm in length and tribochemical silica

coating and silanization with Monobond-S (Ivoclar

Vivadent) on the post surface were followed.13) The

post surface was dried with oil-free air syringe after

Figure 1. Model of immature permanent incisor. 

Sectioned part of bovine tooth; the crown had a length of 8

mm from the cementoenamel junction, the root was 12 mm

in length from the cementoenamel junction.

Figure 2. The width of remaining root dentin and the size of

the specimen is measured with the electronic digital

caliper.
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60 seconds, two coats of ONE-STEP� were applied

and gently dried, polymerized with light curing for 10

seconds. The same procedures were followed as group 1.

Group 3: EverStick� Post (StickTech) 0.9 was pre-

pared for 14 mm in length and light-cured for 40 sec-

onds. After removal of the post, AdperTM ScotchbondTM

Multi-Purpose Adhesive (3M ESPE), an enamel

bonding agent, was applied for activation of post sur-

face and left for 3 to 5 minutes under a light shield

to prevent from premature curing, as manufacturer’s

recommendations, followed by light polymerization

for 10 seconds. The same procedures were followed

as group 1. 

Group 4: EverStick� Post 1.5 was prepared for 14

mm in length, and light-cured for 20 seconds inside

the canal. Additional posts were bonded and shaped

to the main post according to the root canal with a

thin layer of AdperTM ScotchbondTM Multi-Purpose

Adhesive, and then light-cured for 10 seconds inside

the canal. The post surface was treated as group 3.

The canal was etched for 15 seconds with 37% phos-

phoric acid, ONE-STEP� was applied twice, gently

dried and light-cured for 10 seconds. A dual-cured

resin cement, Variolink� II (Ivoclar Vivadent) was

applied in the canal with lentulo spiral, and the post

was placed, polymerized with light curing for 40 seconds. 

Periapical radiographs were taken to assess the

quality of root canal restoration and specimens with

voids were excluded in this study. All of specimens

were stored in the distilled water for 72 hours.

2. Fracture Strength Testing

All specimens underwent 6,000 thermal cycles

between 5℃ and 55℃, with a dwell time of 30 sec-

onds and a transfer time of 5 seconds.14) Afterwards,

specimens were preserved in 100% humidity for a

week. 0.2 mm-thick blue sheet waxes were pressure-

welded on root portion of specimens uniformly. They

were mounted in the prefabricated acetal blocks, and

embedded in acrylic resin up to 2 mm from the buc-

cal cementoenamel junction. After setting of injected

acrylic resin, specimens were pulled out of the block

and waxes were removed from the surfaces. The 0.2

mm-gaps were filled with polyether impression mate-

rial, ImpregumTM F (3M ESPE) for periodontal liga-

ment simulation (Figure 4). Any excesses were care-

fully removed with blades after setting of polyether.15)

Specimens individually were tested fracture

strength using Universal Testing Machine Instron

(INSTRON Corporate Headquarters) at a constant

speed of 0.5 mm/min. Compressive load was applied

at 45 degrees to the long axis of the specimen, at the

point of lingual incisal edge (Figure 5). The loads at

fracture were recorded, at the point that stress was

abruptly reduced. Fractured specimens were ana-

Figure 3. Schematic diagrams of intracanal and coronal

restorations.

Control Group 1 Group 2 Group 3 Group 4

Figure 4. 0.2 mm-thick sheet wax is pressure welded on the

root surface. The specimen is placed in the acetal mold,

and autopolymerizing acrylic resin is injected into the

mold.
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lyzed a direction and location of line of fracture, and

they were classified into restorable and non-restor-

able fracture. Cervical fracture restricted within coro-

nal third of the root was recorded as restorable frac-

ture, and vertical or horizontal fracture extended into

middle and apical third of the root as non-restorable

fracture. 

3. Statistical Analysis

Kruskal-Wallis ANOVA on Ranks was performed to

determine significant differences between groups.

Post hoc multiple comparison was applied using

Bonferroni/Dunn test when data analysis showed

significant difference, with a significance level of p <

0.05. 

Ⅲ. Results

Specimens were selected for similar size, and mean

root diameters in buccolingual and mesiodistal direc-

tion were 7.41 mm (S.D. 0.47 mm) and 5.98 mm

(S.D. 0.49 mm) respectively. Remaining dentin

thickness of all specimens ranged between 2.0 ± 0.2

mm. Twelve specimens with gaps in cement layer in

periapical radiographs were excluded, and total forty-

five specimens were submitted to fracture strength

test.

Median fracture strengths of the groups are shown

in Table 1. Specimens of all experimental groups

demonstrated significantly higher load at fracture

than control group (p < 0.05), and group 4 showed

slightly higher fracture strength compared with group

1, 2 and 3, but the difference was not statistically

significant (Figure 6). The result of fracture analysis

is also shown in Table 1. No significant differences in

the incidence of restorable and non-restorable frac-

ture were found between groups (Figure 7, 8).

Location of fractures in control group was detected at

the margin of core. All specimens of control and

experimental groups fractured extended below the

cementoenamel junction, not limited to crown portion.

Figure 5. Device is positioned for the

compressive load application at 45�

to the long axis of tooth specimen.

Compressive load is applied to the

lingual incisal edge of the specimen.

Table 1. Median fracture strength (25th and 75th percentiles) and location of failure of control and experimental

groups

No. Median (N)
25th/75th Location of failure

percentiles (N) Restorable Non-restorable

Control 5 470.6 450.8/476.9 5 0

Group 1 10 2149.4� 1896.4/2216.2 7 3

Group 2 10 1963.0� 1849.1/2670.5 7 3

Group 3 10 2304.7� 1900.5/2407.7 8 2

Group 4 10 2500.0� 2105.7/2694.4 6 4
�: Statistically significant difference was found (p < 0.05).
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Ⅳ. Discussion

Necrotic immature teeth require restorative proce-

dure for root reinforcement due to discontinuation of

root development. Thin root dentin and calcium

hydroxide treatment reduce fracture resistance of

immature teeth, although loss of coronal structure is

minimal. Generally posts are used for the purpose of

increasing retention of core and crown structures, not

of root strengthening. In the case of endodontically

treated immature teeth, however, posts can be used

for root reinforcement.5,11,16,17) This study is designated

for the determination of root reinforcement effect of

posts, and for comparison of fracture resistance with

combination of various post and cement systems.

Bovine teeth differ from human teeth morphologi-

cally. In addition, it is reported that bovine teeth are

more susceptible to thermal fatigue and crack propa-

gation after thermocycling than human teeth.18)

However, ultimate tensile strength and elastic modu-

lus of bovine teeth are not significantly different from

those of human teeth,19) and bovine teeth facilitate to

ensure large number of immature incisors of similar

sizes. Immature permanent teeth have open and

even divergent apical morphology, thin and weak-

ened root dentin wall because of arrested tooth

development. Therefore, bovine teeth were used in

this study to model immature permanent tooth by

the amputation of apical root portion.  

Figure 8. Location of fracture line (a) Restorable fractures

(b) Non-restorable fractures

Figure 6. Box plots of fracture load (median, 25th and 75th

percentiles) of the control and experimental groups (N).

Control Group 1 Group 2 Group 3 Group 4
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Figure 7. The ratio of restorable and non-restorable

fractures in the control and experimental groups.
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Median fracture strength of bovine teeth restored

with gutta percha over MTA apical plug in bovine

teeth was 470.6 N in this study, and this value is

relatively low compared with previously published

studies of Carvalho and Bortoluzzi, 767 N and 872 N

respectively.5,6) That is because thermocycling was

not performed in the above studies and thermocycling

may reduce fracture resistance of bovine teeth due to

thermal fatigue.

MTA has superior biocompatibility, sealing ability

and high strength although it has lack of bonding

ability to dentin. Therefore, it has been widely used

in apexification procedure of immature permanent

teeth. 4-mm-thick MTA is recommended for preven-

tion of apical leakage.20,21) Portland cement and MTA

are similar in chemical compositions, sealing ability

and solubility.22) Also, the compressive elastic modu-

lus of Portland cement is up to that of dentin.8)

Therefore, MTA can be replaced with Portland

cement in experimental study. In this study, accord-

ingly, 4-mm-thick portland cement was used as a

substitute for MTA apical plug.

It was reported that a simulation of periodontal lig-

aments influences on fracture level. The teeth with

periodontal ligament simulation tended to fracture at

root level, while the teeth without periodontal simu-

lation tended to fracture on top of resin blocks.15)

That is because periodontal ligament transfers the

load to the alveolar bone and the stress is redistrib-

uted in all root surfaces. Polyether, elastomeric

impression material, can reproduce periodontal liga-

ments suitably based on its deformation limit, value

and high ultimate tensile strength. On the analysis

of fracture pattern in this study, fracture levels of all

specimens are beyond the cementoenamel junction.

Bonding ability and elastic modulus similar to

dentin are basic requirements of restorative materials

for root strengthening,8) and composite resin is a cor-

responding material. Large flared root canals in

immature teeth have the advantages of accessibility

and C-factor for composite resin filling. In addition,

dual-cured resin composites can be polymerized deep

in the canal where light transmission is limited.

However, canal obturation with dual-cured resin

composite results in reduced mechanical properties

because a large portion of dual-cured resin composite

is dependent on light curing. For these reasons, resin

reinforcement of root canal without post has not been

attempted. In this experiment, light-curing time was

increased and dual-cured resin composite was inject-

ed through two times, each layer was light-cured

individually for improved polymerization.

Elastic modulus of materials within the canal for

root reinforcement is an important factor for fracture

resistance of weakened roots. The more rigid compo-

nent in the canal can resist greater forces without

distortion but it induces stresses within the canal. In

contrast, a material with low elastic modulus of the

material cannot prevent from distortion but it acts as

a shock absorber increasing tooth strength. It means

that resistance for distortion and stress distribution

are dependent on elastic modulus of materials within

the canal(Table 2).8,23,24)

The effect of elastic modulus of posts on fracture

strength was evaluated from glass fiber posts and

titanium posts. D.T. LIGHT-POST� is composed of

unidirectional quartz-fiber post system with double

tapers. It can transmit light along the post to

improve degree of conversion of resin cements deep in

the canal,9) and elastic modulus of the post is similar

to dentin. ParaPost� XTTM is titanium post system

and elastic modulus is about 60 GPa25), which the

value is closer to that of dentin than stainless steel.8)
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Table 2. The modulus of elasticity of materials

employed within the root canal space

Materials Modulus of elasticity (GPa)

Dentin 1 14.0 - 18.6

Gutta-percha 1 0.074 - 0.079

Portland cement 1 15 - 30

LuxaCore� 2 8.8

D.T. LIGHT-POST� 3 30 - 34

ParaPost� XTTM 3 54 - 68

EverStick� Post 4 13-16

Variolink II 5 7.4

These data are from following references; 1. Tay and

Pashley 2007, 2. Information given by the manufactur-

ers, 3. Beck, Ghuman, et al. 2009 (unpublished data),

4. Lassila, Tanner, et al. 2004, 5. Ceballos, Garrido, et

al. 2007.



It has threaded surface for mechanical retention, and

the gap between post and canal was filled with com-

posite resin in the experiment. This study revealed

that fracture strengths of specimens restored with

D.T. LIGHT-POST� and ParaPost� XTTM were not

significantly different. In addition, the incidence of

restorable and non-restorable fracture was not signif-

icantly different between post types. Many previous

studies have reported that titanium post presents

higher fracture resistance than fiber post and higher

incidence of catastrophic fracture.26-29) It is known

that maximum load capability is affected less by post

strength, but more by the amount of surrounding

hard tissue.17) These specimens are of sufficient tooth

structures and height of coronal dentin as well as

resin-reinforced dentin wall. For this reason, higher

modulus of elasticity of titanium post does not

increase fracture strength and the incidence of

oblique root fracture. Therefore, both fiber posts and

titanium posts improve fracture resistance and tend

to induce favorable fractures in immature tooth

model.

EverStick� Post consists of unidirectional E-glass

and unpolymerized Bis-GMA matrix, and it has elas-

tic modulus similar to dentin.30) An enamel bonding

agent without solvent like acetone can penetrate into

and partly solve unpolymerized resin matrix

monomers, allowing to bond with resin cements.31,32)

In addition, EverStick� Post can be bonded each

other and trimmed for adaptation to root canal. It is

intended to compare fracture strength according to

width of cement space with customized and stan-

dardized EverStick� Posts. Customized EverStick�

Posts tended to show slightly higher fracture

strength than standardized EverStick� Posts, but the

values were not statistically different. Several studies
10,33) reported that retentive strength of posts are

reduced as cement thickness increases, by reason

that increased cement space may result in procedural

errors, decreased integrity of cements, and these

structural flaws can compromise mechanical proper-

ties of restorations. Root canals of immature teeth,

however, are reinforced with high-strength dual-

cured composite resin instead of resin cement in this

study. Accordingly, a customized fiber post did not

demonstrate additional advantages in spite of its

labored procedure.

Immature teeth with sufficient crown structures

were used in this study and this may contribute to

high fracture strength independent of post types. The

amount of remaining tooth structures are known to

much influence on fracture strength of teeth restored

with post and core.34,35) However, post groups showed

significantly increased fracture strength compared

with control group restored with gutta-percha and

resin core. Therefore, it is recommended post place-

ment for root strengthening in immature teeth.

Further studies are needed to evaluate the effect of

post types on fracture resistance of immature teeth

in a model of severe loss of crown structures. 

Ⅴ. Conclusions

This study evaluated the effect of post on root

strengthening and fracture resistance according to

post types and post fitness in a model of immature

bovine incisors. Experimental groups were designed

to use fiber posts and titanium posts. Also, the effect

of post fitness was compared using standardized and

customized fiber posts. Within the limitation of this

in vitro study, the following conclusions can be

drawn: 

1. In a model of immature bovine incisors, experi-

mental groups reinforced with post and compos-

ite resin were shown significantly higher fracture

strength than control group without intra-radic-

ular reinforcement technique (p < 0.05).

2. Post types did not influence on fracture resis-

tance significantly when cement space was filled

with dual-cured resin composite. 

3. No statistically significant differences were seen

between customized and standardized glass fiber

posts, which cement spaces were filled with resin

cement or composite resin individually. 
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국문초록

미성숙 치아 모델에서 포스트의 종류와 크기가 치아의 파절 저항성에 미치는 향에 관한 연구

김종현∙박성호∙박정원∙정일 * 

연세 학교 치과 학 치과보존학교실

본 연구의 목적은 미성숙 우치를 가타퍼챠 및 다양한 포스트와 코아 시스템을 이용하여 수복한 후 술식에 따른 파절 강도를

측정하 다. 우치의 백악상아경계 상방 8 mm, 하방 12 mm 지점을 절단하여 제작한 미성숙 우치 모델에서 가타퍼챠와 이원

중합형 복합레진 LuxaCore로 코어 수복을 시행하거나, 각각 D.T. LIGHT-POST, ParaPost XT 및 다양한 크기의

EverStick Post와 LuxaCore로 수복하 다. 이후 시편을 72시간 동안 증류수에 저장한 후 6,000회의 thermocycling을 진행

하 다. 실험적으로 치주인 의 물성을 재현하고, Instron에 시편을 45도로 위치시켜 압축부하를 가해 파절 강도를 측정하고,

파절 부위를 분석하 다.

실험 결과, 포스트를 이용하여 수복하 을 때 파절 강도가 통계적으로 유의하게 증가하 고(p < 0.05), 포스트의 종류 및 적

합도는 결과에 통계적으로 유의한 차이를 나타내지 않았다. 부분의 시편에서 수복 가능한 파절이 나타났으며, 실험군에 따른

파절 부위의 유의한 차이는 나타나지 않았다.

이상의 결과로 볼 때 미성숙 치아의 상기 치근 강화 술식은 치아의 파절 강도를 증가시키고, 포스트의 종류 및 적합도는 파절

저항성에 거의 향을 미치지 않는 것으로 나타났다.

주요단어: 미성숙 치아, 파절 저항성, Fiber 포스트, 타이타늄 포스트, EverStick� Post, 포스트 적합도

Kim JH et al.

Basic Research

JKACD Volume 35, Number 4, 2010




